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[1] Introduction

This report presents the results of a series of t¢
done on various aspects of knife sharpening. It
divided into sections devoted to each aspect.
section terminates with a set of conclusions anc .
Summary of these conclusions is presented at the erf§
the report. |

This work has concentrated on evaluating t
effectiveness of various knife sharpening techniques
examining the sharpened edges of the knives i

the binocular microscope. However, the optic
microscope suffers from a severe limitation. Its dept
field becomes extremely small as the magnificati
increases. Because of the inherent curvature at the s
edge of a knife, the optical images lose their useful
at magnifications much above around 50x of so.

the optical microscope, on the order of 300 times be
Hence, the SEM is capable of providing clear images ’
the edge of sharpened knives at magnifications ug = =
10,000x.

Figure 1 Three SEM views of a commercial
stainless steel razor strip blade.

Bur Formation Figure 1 presents three SE!
images from the edge region of a commercial razor strip

blade made of stainless steel. The blade had a thickness of 0.027 inches (0.68 mm) and a
hardness of Rockwell C = GBIRC = 60) In the top picture the blade is oriented in the

SEM to produce an image that views the blade edge-on, i.e., the edge is oriented at right
angles to your line of sight. The two lower pictures view the blade as it lies flat on each
of its sides, labeled Up face and Down face. The Up and Down faces are identified on
the edge view shown at the top. In all pictures the edge has been rotated to lie along the
diagonal of the image in order to maximize the edge length in view. The horizontal line
just below the 10 microns label provides a measure of this length on the blade. (25
microns = 0.001 inches = 1 mil.) The edge view picture was taken at a magnification of
600x and the two side views at 2000x. This set of pictures illustrates an important fact
about viewing edge quality of knives in the SEM. If one were to examine only the Up
face of this blade it would appear that the edge was excellent, very straight along its
length with no significant bur. However, the reverse side of the blade, the Down face,
reveals a very significant bur. Hence, to fully characterize edge geometry with SEM
pictures one must view both faces of the blade as well as the blade edge view, which
provides a measure of the cutting edge width.
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Figure 2 presents schematic cross sectional views of
knife edges. The upper sketches in (A) have superimpose
dashed lines coming to a sharp point at the edge. If orfe
could sharpen a knife perfectly, with no burs or rounding At
the edge, it would have this shape. The edge views offthe
SEM provide a picture of the edge looking in the downward
direction of Fig. 2, and they allow one to measure the edge (A) Edge burs
width, labeled EW on Fig. 2. The edge view of Fig. 1 shows
that the value of EW varies along the length of the edge of EW
this blade and its value near the center of the picture is

identified by the arrows labeled EW.

It seems likely to this author that two mechanisms
give rise to bur formation along the edge during sharpening.
(1) Debris Deposit  The polishing and grinding on the
metal faces of a knife blade during sharpening produceg an

abrasive polishing action. One may think of this action’as
like having thousands of little ploughs (abrasive particles) (B) Fold-over burs
that move along the surface pushing scraped up metal, debrlsf

e2 Some possible cross sections
in front of them. If the abrasion direction is away-from the of knife edges after sharpening.
edge, direction A of Fig. 3, then the debris will be deposited
along the edge on the face opposite the face being abraded. If the abrasion direction is
into the edge, direction | of Fig. 3, one would not expect debris pile-up along the edge as
now it is being pushed away from the edge. However, as will be shown later, debris does
collect at the edge for abrasion in the | direction, although to a reduced extent. There
must be a subtle mechanism of debris deposit along the edge, perhaps involving some
type of back eddies at the edge.
(2) Bending The width of the blade at the edge and just behind it is extremely thin.
Hence the force against the edge from the abrasive media will result in large stresses,
force per area, at the edge, which can lead to plastic flow (bending) of the edge region.
(Note: The small bumps running parallel to the edge, such as the two labeled bending flow in the Up face
of Fig. 1, result from a small bending flow of the edge region away from your view.)
The combination of the bent edge and the collected debris forms a bur on the side of the
edge located away from the abrading medi®me authors [1] call this deformed edge and
accumulated metal debris a "wire", but the term bur will be used h&#ulj)S
that fold around the edge can be called fold-over burs and they
have a variety of shapes with two examples shown in Fig. 2(B).
The edge burs of Fig. 2(A) show little bur material and appear to
be edges that have simply been rounded during sharpening.
However, such edges will be termed "edge burs" here to indicate
a type of edge formed in sharpening that differs from a fold-over
bur.

A: Away-fiom cuttingdge
I: Into cutting edge

Books that discuss sharpening of steel blades [1-3, see \ .
page 46] consistently recommend the detection of fold-over bitiggre3 Twodirectionsof abrasion.
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as a guide to good sharpening technique. Formation g Edge 2},
uniform bur along the sharpened edge indicates that ? /

sharpened face has been extended uniformly out to the edge:

The bur formation is easily detected by the well trained eye or \L
the use of a fingernail and serves as a good guide for

;jaectgrmlmng when to flip the blade over and grind the opp05||g(|-:-gure4 The 2 sharpening angles

Face
Ange

Sharpening Angles Most knives are sharpened using 2 distinct sharpening
angles, as is illustrated in Fig. 4. Here, the grind angle for the major face is called alpha,
a, and the final grind angle at the knife edge is called IBet&or grinding chisels it is
common to use only one grinding angke, Most knives are sharpened with a
symmetrical edge, which means that using a single wheel to sharpen, or a flat sharpening
stone, the blade must be flipped back and forth during sharpening. Hence, the final angle
formed at the knife edge is twice beta2pr Unless a jig is used to fix the grind angle,
good skill is required to maintain constant grinding angles. Knife sharpening experts [2]
teach that maintaining a constant grind angle is one of the most important requirements
for producing sharp knives and tools. In this study all hand sharpening was done using a
jig which held the sharpening angle constant. In addition two types of sharpening
machines were used in which the sharpening angle was automatically held constant.

In the absence of burs, the force required to push a knife through a material is
dependent on the sharpening angles and the thickness of the knife blade. The force is
reduced as the sharpening angles and the knife thickness are decreased. These factors
would indicate that one would want to maintain the smallest possible cutting angles and
blade thicknesses for ease of cutting. However, there is an opposing factor that must be
considered. As the blade thickness and cutting angle decrease, the mechanical stresses
(force per area) produced in the region of the blade edge during the cutting action become
higher. This can lead to deformation, i.e., localized bending, at the cutting edge. Hence,
a compromise is required, and the sharpening angle and blade thicknesses are smaller for
cutting tools used for soft materials than for those used for harder materials or for non-
delicate cutting applications like chopping. Table 1 presents some approximate angles
used on blades for various applications. There does
not seem to be any published hard and fast rules taple1 Some approximate edge angles

what angles should be used for various applicatic Blade « 28
For example, Leonard [1] recommends thatf@r Razors for 1112 15-19
knives used for applications such as cutting ro shaving*

" o
whittling tent pegs, etc. be at Iez_ist_ 2and Knives for Kitchen* 3-10° 20-30
preferably 30 If used only for skinning anc and filleting knives
Illletlggﬂ? tl? vaIL:je WouldI be ?Toplj?ﬁ Tr(;e ?uthor_g Utility knife blades* 1320 30
ound that a R edge angle of 10-22eads to rapi Chopping knives [1] 30-60

edge deterioration on Rc = 60 knives in norn
kitchen use. Values of 20 to 3Gre more
acceptable.

Wood chisels [3] a=20-25| PB=25-30
*Measured here on several blades.
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Figure5 Cross sectional geometry of the AEB-L stainless blades.

Another factor of interest here is the effect of the final edge angleypdn
sharpening characteristics. Whehkgcomes very small, like in the 10 tc®t&nge, the
force applied against the grinding wheel or honing wheel can produce sufficient stresses
(force per area) upon the edge region to cause not only the edge bending discussed above,
but also fracture at the edge. Bending will enhance formation of fold-over burs while
fracture will produce chip-outs or cracks along the edge. This latter problem becomes
more evident in blades having extremely high hardness, such as Japanese blades
containing a central high carbon strip with HRC values in the 64-65 range. Steels in this
hardness range have received little or no tempering after quenching and are extremely
brittle. Such edges are easily chipped during sharpening.

In this work the edge angles were measured on some blades by cutting them
transversely and mounting and polishing them using standard metallographic methods.
The edge angles were then measured by making high magnification micrographs,
scanning them into a computer and measuring the angles with standard computer
graphics software. On most of the blades, however, the angles were measured with a
laser beam. The beam is directed atkhée edge and from thposition ofthe beam
spots deflected from both sides of the knife edge, the angles are measured. The Cutlery
& Allied Trades Research Association, CATRA, of Sheffield England, manufactures a
very nice commercial device for edge angle measurement which they call a laser
goiniometer. In this work a simple home made device was constructed as described in
Appendix 1. It provided measurements af and  which agreed with the
metallographic values within around +1/2 degree.

Knife materials studied The majority of the experiments were done on a
commercial stainless steel razor strip used in the meat packing industry. The blades are
made from Udeholm AEB-L stainless steel heat treated to a hardness of 60 HRC. Figure
5 presents a sectioned view of the blades. In the as-received condition the blades have
been ground to the geometry shown on the left of Fig. 5 and labeled the T edgea Angle

is 17 and angle$, andp, are both 22giving a B angle at the edge of 44The blades

were supplied in lengths of 3.8 inches. Figure 1 was made on one of these as-received
blades. In some experiments a simple symmetric edge was ground on the opposite side to
the T edge, which is shown as the A

edge on the right of Fig. 5. ‘

19 mm 12.7mm

A few experiments Weren‘é/x i
done on carbon steel blades having——[26 — — - 2a - - —— 16mm
the cross sectional geometry shown { : L

in Fig. 6. The blades had beef? €d9¢

prepared by thdenchmade knife
company, where the faces were

Figure6 The carbonsted bladegeometry. 2a = 9.20.
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machine ground. The finaB2dge angle was ground here as will be described. These
edges will be referred to as B edges, as labeled on the leftof F_ ~

Three different carbon steels were studied as listed in Table 2. 1@ble2 Carbon steels studied

steels had been heat treated to the hardnesses listed in Tabl|—Ste€! Hardness
standard quench and tempered methods prior to grindin|_1086 R =40
Benchmade. 1086 R =64
52100 R =60
Sharpening Machines In additiom sharpening on standar| Damascus R=40

hand stones using a jig to maintain a constant edge angle, wvu

different machines were used to prepare sharpened edges. The operation of these
machines and the methods developed to set the grinding angles on each of them are
described in appendices 2 and 3.

Razor Blade Standards

Two types of razor blades were used to establish a standard that could be used to
compare blades produced in these experimeftee first blade was Gillettedouble
edged stainless steel blade produced in the early 1980s, when double edge blades were
still used in disposable razors. Figure 7 presents SEM micrographs of this blade in the 3
orientations discussed for Fig. 1. Analysis of the edge width (EW) was done at 3 random
locations along the edge at magnifications of 3000 to 10000x and values of EW varied on
average between 0.35 and 0.45 micrqms)( The arrows on the edge view at the top of
Fig. 7 illustrates this rang@ote: The SEM equipment places a line on the micrographs of a length
corresponding to the magnification. For example, the vertical text on the Edge View shows the line to the left of
x3000. Vertically above x3000 you seedfd, which specifies that the vertical line is 10 microns long (micram)=
The label 10 microns to the left of x3000 was added there by the author, but in future micrographs this additional label
will be omitted since it can be found vertically above the x vailidle two face views have a straight line
superimposed just to the right of the sharpened edge to allow a measure of the edge
straightness. The edge anglp, @as measured with the laser device of App. 1 to Be 17
and the @ face angle was found to be°12These values agree well with those reported
for Wilkinson razor blades in a 1978 paper [4]. Although that paper reports thinner EW



values, the values measured by this author on the SEM micorgraph presented there, 0.3
microns, comes out close to the values found hevete: (To switch between the 3 views in the

SEM it was necessary to remove the blade from its holder and reorient. A small dot was placed near the
edge as a fiducial mark. This permitted the 3 views to be located in the same region along the edge, but not
at exactly the same point. This means that the Up and Down faces of Fig. 7 lie near to, but not right at, the
Up and Down faces of the Edge view. Hence, in these SEM pictures burs seen in the three different views

will not necessarily be the same burs.)

Mr. William Dauksch has used a straight raz
for several decades. The blade is a stainless steel |
manufactured by the Solingen Co in Germany. Figure 8 End view of straight razor
shown by the end view of the blade in Fig. 8, the blade has the hollow ground surface of
straight razors, which ensures that stropping on the razor strop will maintain the surface
at the edge on a constant abrasion angle with the strop surface. As shown in the figure
the Solingen blade will automatically sharpen to give arigle at the edge of 1 After
the blade was freshly stropped pictures were taken in the SEM and are presented as Fig.
9. Measurements of the edge width averaged out at 0.4 microns, which was essentially
the same as found for the Gillette blade of Fig. 7. The two face views show that the
straightness along the edge was excellent, being very similar to the Gillette blade.
However, there is a small amount of roughness on the straight razor, which shows up
more clearly on higher magnification pictures, not shown here. It is interesting that both
razor blades have an edge angfe,& 17. These two razor blades will be used here as
standards for comparing to the blades sharpened in this study with regard to: (1) edge
width, (2) straightness along the edge, (3) roughness along the edge, and (4) smoothness

of the face surface.
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[2] Experimentswith the Tru Hone knife shar pening machine

Appendix 3 presents a fairly detailed description of the Tru Hone sharpening
machine used in these experiments. The stainless steel blades of Fig. 5 were sharpened in
groups of 4 using the special holder attachment shown in Fig. A10. The holder insured
that the blades were held exactly vertically between the sets of sharpening wheels and
that the downward pressure could be maintained essentially constant on all 4 blades. The
speed control knob is calibrated from S %0110 (slowest to fastest). The general
procedure used here was to pass the blades back-and-forth 5 to 10 times with only a light
hand pressure using the fastest speed and then to finish with 1 to 2 b & f passes under
only the pressure of the holder blade at the slowest speeds of 1 to 2 on the speed control
knob. The grind angle was set to desired values using the procedure described in App. 3.
Unless otherwise stated, the work was done by simply regrinding the T edge of the
blades, shown on Fig. 5, to A @dge angle of 39-41 Blades ground with the 100, 220,

400 and 600 grit aluminum oxide wheels were all ground dry. The special 1000 grit
wheels were used wet. These wheels appear smoother than the standard aluminum oxide
wheels, as if the oxide particles are held in a resin material. They were always used
following a grind with the 600 grit oxide wheels. The&lge angle was increased a few
degrees (from 38.8 to 42)30 ensure that only the edge region was being ground.

A set of comparison SEM micrographs of the as-ground blades is presented in
Figs. 10 to 12. There does not seem to be a real significant difference in blades ground
with the 220 grit wheels versus the 600 grit wheels. Both have significant burs on the
ground edge and both have fairly rough edges in the face views accompanied by wide
abrasive ploughing marks along the face surfaces. The 1000 grit wheels produces a
significant improvement in the ground surfaces. The face views show a much reduced
size in the groove marks from the abrasive action of the wheels, and the edges are now
much smoother. The edge view shows that a small distinct bur occurs on the edge having
an edge width which was measured on several blades and found to average 1 to 1.5
microns. It was found that the edge width was increased over these values if the 1000
grit wheels were used dry or if the final pass was not done under light pressure at the
slowest wheel speeds.

It was thought that because the wheels of the Tru Hone machine rotated toward
the edge during grinding that the abrasive debris would be carried away from the edge
and therefore very little bur would be formed along the edge. This is clearly not the case,
especially for the wheels of 600 grit and coarser. There must be some type of mechanism
that deposits debris along the edge, even with the wheels rotating into the edge. Perhaps
it involves debris that clings to the wheels and comes around and is deposited off the
wheels as the blade edge emerges from the final wheel that it contacts.

CATRA produces a sharpening machine similar to the Tru Hone machine in that
it employs the same geometry of wheels and knife orientation as shown on the left side of
Fig. A11. This machine employs a special spiral locking of the grinding wheels.
Comparison of blades ground on these machines with those ground on the Tru Hone
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Figure 37 Blade of Fig. 35 after honing on the chrome oxide loaded leather wheel.
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Fié]re 38 Blade of Fig. 36 after honing on the chrome oxide loaded leather wheel.
for the 220 grit wheel. Honing on the chrome oxide loaded leather wheel was very
effective at improving the edge quality of blades sharpened on both wheels. After the
honing treatment, the difference in the edge quality of the two blades was much less
apparent.

2 The edge view radius of honed blades had an average maximum value of around
0.4 um for the waterstone sharpened wheel as well as the 220 grit Tru Hone sharpened
wheels. This radius increased to around |08 for the 220 grit Tormek wheel.
Occasional fold-over burs are apparent in face views of the 220 grit Tormek blades which
produce the maximum radius in edge views. Such burs were rarely seen for the
waterstone blades and occasionally seen in the 220 grit Tru Hone blades. The overall
quality of the leather honed waterstone ground blades was equivalent to the standard
razor blades of Figs. 7 and 9 in all aspects evaluated here: edge width, edge straightness,
edge roughness, and surface smoothness.

30



3 Dropping the B edge angle from 4@o 2C had little effect on the edge quality of

the waterstone sharpened blades after leather honing. Blades sharpened with the 220 grit
wheel showed roughly the same increase in edge width as found with°tbiadés,

from around 0.4 to 0.8 microns.. However, for tie etige angles of 2(he edge
straightness of 220 grit blades was not as good as for the waterstone blades, with the edge
showing a small but distinct waviness, see Fig. 37. It seems unlikely that the small
increase in waviness and maximum radius would have a significant effect on cutting
performance for most applications. The edge quality of both blades is very good.
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[6]

Buffing Wheels Buffing wheels are commonly used to finish the knife
sharpening process. Therefore, a study was done in which the stainless steel blades were
finished by buffing on standard felt and cloth wheels. The buffing operation was carried
out by Master Bladesmith, Alfredendray ofWilliston FL. The T edge of the stainless
blades were resharpened topae2ige angle of #Qusing progressively the 220, 400 and

600 grit wheels of the Tru Hone machine. In addition blades were produced with the A
edge geometry of Fig. 5 using the same procedure. A jig was made to firmly hold the
blades into the buffing wheel and the 4 buffing procedures shown in Table 3 were carried
out on both the T and A edge$he 555 polishing compound @sproduct of Brownells,

Inc. The compound is embedded in a wax-like bar similar to the green chrome oxide
compound used above with the leather strops and wheels. The abrasive is aluminum
oxide, and the White has an average patrticle size of under 1 micron, while the black is in
the 1-5 micron size range [5].

Buffing Wheel Experiments

Table 3 The 4 buffing procedures

To the eye, all samples showed a shin Blade No. Wheel Compo-unc No. passes  Presspre

effect from the buffing procedure, bt 1 Medium felt | 555 White 4 Moderate

the effect was distinctly more 2 Medium felt 555 White 2 Medium

pronounced on the blade of procedure 3 Stitched cloth} 555 White 2 Medium

The blades were examined by W 4 (2 steps) Cloth 555 Black 2 Medium
Felt 555 White 2 Med.

techniques. First, the center 1 inc
section of the blades was cut out with «

water cooled cut-off wheel and the edge along this section was examined in the SEM.
Second, a 1/8 inch length was cut off the remaining blade pieces at each side of the center
section. These 2 pieces from each blade were mounted in plastic and polished through
one micron diamond using standamgetallographic polishing techniques. After
mounting the samples were ground heavily on coarse (50 grit) paper to remove any burs
that were generated when the cut-off blade sectioned the tip region of the blade. The
polished sections were examined in the optical microscopg
reveal the cross sectional shape of the sections.

10 microns

SEM Study of the Buffed Edges The SEM photosg=
in this study were taken on the blades only in Edge view. &

edge view of an unbuffed blade of the as-ground conditio
shown in Fig. 39. Comparison of the buffed blade microgra
to it will allow an evaluation of the effect of the buffin
operation. All of the 8 buffed blade edges of Table 3 (4 bl
each with A & T edges) were examined in the SEM and Fig
presents representative micrographs of three of the blades.
designation of T or A on the micrographs refers to the bl
edge examined. For example, 2T means the T edge of ble
of Table 3 and 3A means the A edge of blade 3 of Tabl
After buffing the blade edges appeared smooth and shinny t
eye, and Fig. 40 shows that the abrasive grooves produce

Figure 39 Edge view of as-ground
T edge prior to buffing.
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Edge view

Blade 3A

Edge view
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Figure 40 Edge views at original mag. of 1200x of buffed blades.
the 600 grit wheels were largely removed by the buffing operation.

A small bur was consistently found on all of the blades and a measure of the edge
width was made on each of the blades using the SEM micorgraphs. Table 4 presents a
summary of the range of edge width values found for the 8 blades. There were two clear
results of this study. (1) The T edge of the blades possessed thinner burs than the A
edges. In addition, the burs along the T edge were more uniform than along the A edge.

This result can be seen by comparing Blade 2T to Blad€é 1,64 Measurements of edge widths.

in Fig. 40. (2) The use of the 2-step buffing operation| gjage | Edge width| Blade] Edge width
blades 4, consistently produced thinner burs than any o] ;1 0.8-2um 1A 1-5um
single step operations used on blades 1 to 3. The varia| 5t 0.8-2um A 1-5um

of the buffing procedures employed with blades 1to 3, | 3t 0.8-2um 3A 1-5pum
Table 3, did not produce any significant change in e( g4t 0.3-2im 4A 0.5 - 5um

quality.

The 2-step buffing operation used the coarser compound for the first step on a
cloth wheel, followed by the finer compound on a felt wheel. It is common practice in
metallograhic polishing of metals to proceed from coarse to fine grit abrasives. It has
been the experience of this author that employing this progressive type of polishing is
much more effective at producing smoother final surfaces. It seems likely that a similar
effect occurs here, with the use of a 2-step progressive grit size procedure able to reduce
the edge bur more effectively than the use of just the final fine grit compound.
Additional experiments would be needed to verify this possibility. The reason why the
bur size on the A edges were significantly larger than on the T edges is unknown. Here
also, additional experiments are needed to determine the source of this variation.

Cross Sectional Outlines The optical images of the polished cross sections of
the blades were collected digitally. The digital images were then processed on a pc to
superimpose a white line along the outer surfaces of the blades, as shown for two of the
blades in Fig. 41. The extension of the outlines to the crossover point allows a reasonable
estimate of the original shape of the blade prior to buffing. The original geometry of the
edge was known from sections of unbuffed blades. It is apparent from Fig. 41 that one
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Both sections of blade 3, T edge

Blade 3, A edge (B section)

Figure 41 Optical micrographs of T and A blade edges with outline of as-ground blade shapes superimposed on the buffed blades.

can estimate from these micrographs how far back the as-ground edge has been polished

away by the buffing operation.

The distance of retraction of the tip from the extrapolated lines was measured for
each pair of blade sections and the results are presented in the left 3 columns of Table 5
for the A edges. The average retraction distance is 73 and 42 microns for blades 1A and
4A, and 25 and 39 microns for blades 2A and 3A, respectively. One would expect more
retraction from blades 1 and 4 because these blades had 4 passes rather than the 2 of the
other blades, and the data is consistent with this expectation. The corresponding results
for the T sections are not as easy to interpret. The outline of the original blade shape was

fitted to that of the buffed blades by moving the outline onto the buffed blade image so
the lines from the bottom and top faces fit the buffed blade image.

blades 1T and 4T is (38+54)/2 = 4
um, compared to (51+54)/2 = 52um
for blades 2T and 3T, which is nc
consistent with the larger number «
passes for blades 1 and 4. Perhaps-
inconsistency results from the fittin
problem. Nevertheless, the data ¢
show that the T edges have retract
by a minimum of around 40 to 5!
microns during the buffing.

If the buffing
removed significant material from the top and bottom faces appearing on the
micrographs, then the outline would move further to the right than they should have.
This would have the effect of reducing the contraction distance from the true tip position.
The average retraction distance fr-

Table 5 Measurement of retraction distances.

Blade | Retraction| Avg. Retr Blade Retraction  Avg. Retr.
S1AB 75pum 73pum S1TB 33um 38um
S1AD 72 S1TD 43

S2AB 24 25 S2TB 63 51

S2AD 27 S2TD 39

S3AB 42 39 S3TB 44 56

S3AD 36 S3TD 68

S4AB 38 42 S4TB 61 54

S4AD 46 S4TD 48

The data of this study show clearly that any bur on the tip from the original
grinding operation must have been removed by the buffing operation. For example, the
data of Table 5 show that the original tip has receded by at legsh @5 the most
lightly buffed A edge and probably by at least 40 tqub0on the most lightly buffed T
blade. The bur size on the final blades are in the lute Bange, and on the original as-
ground blades they were probably no larger thamat the most. Looking at Fig. 41 it is

34



Size: 3.3"x0.91"x 0.098"

Barpened surface
seen that the buffing action is removing a very signific <

amount of metal from the tip region, very much larger u T re42 Geometry of 52100 blades.

the size of the burs involved either on the final or the ongmaﬂ

as-ground blades. So it is apparent that any bur on the buffed blades was produced by the
buffing action itself. At the conclusion of this phase of the buffing study it was surmised
that perhaps bur formation in the buffing operation might be reduced if the buffing was
done with a lighter pressure and this lead to the following study.

Buffing study on a non stainless steel ihoestigate the effects of using a ligher
buffing pressure, and expand the buffing study to non stainless steel blades, Al Pendray
prepared a set of 3 blades made from austempered 52100 steel. The hardness of the
austempered blades was HRC = 56. Figure 42 illustrates the blade shape. The end
marked CL was held in a clamp and the opposite end of the blades was sharpened on a
belt grinder using 3M Trizact belts A-65, A-30, A-16 and A-6, which correspond to grits

of 280, 700, 1200 and 200C
respectively. The blades contacted t

Table5 Sharpening procedure of the 4 blades.

belt just after it left the pulley| NoO. Belt Series Buffing
producing a "slack belt" grindin¢| AP-1 | 280-700-1200-2000 White 555 on cloth wheel
effect.  After the belt grinding| AP-2 | 280-700-1200-2000 White 555 on cloth wheel
operation the blades were lightl + plain leather strop.
buffed and/or stropped on leather | AP-3 | 280-700 White 555 on felt wheel

described in Table 5.

Figure 43 presents the SEM micrographs of blade AP-1. The two faces of the
blade are fairly smooth indicating that the combination of the 2000 grit belt and the
buffing have been effective in giving a well polished surface. However, there is a
dominant bur along the edge and the Edge View 3000x micrograph indicates the edge-on
bur width to be around 1 to 1pin wide. The bur has been curled around the down face
shown on the right of Fig. 43.
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Figure 43 Blade AP-1 after buffing as described in Table 5 |
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Figure 44 Blade AP-3 after buffing as described in Table 5.

Figure 44 presents the micrographs for Blade AP-3. Its preparation differed from
AP-1 in that the final belt was much coarser, 700 vs. 2000 grit, and the buffing wheel was
felt rather than cloth. Comparing Figs. 44 to 43 it is seen that the face of the blades have
been polished to about the same level. Hence it appears that the felt wheel buff has
effectively removed the coarser abrasion marks that must have been produced by the 700
grit belt used with the AP-3 blade. However, the bur produced with the felt wheel is more
dominant, displaying a large fold-over bur on the down face view, which is well
illustrated in the Down face micrograph of Fig. 44 and at the top right of the Edge view
micrograph.

The stropping experiment on clean leather employed a flat leather strop attached
to a board. The experiment was similar to that of section [4], p. 19, except that it was
done by A. Pendray in his shop, rather than by the author in his lab. As in section [4]
study, it was found that the stropping operation on clean leather had little effect on the
surface smoothness or bur geometry. To save file space micrographs of blades AP-2 are
not presented. Their appearance was very similar to Figs. 43, with the addition of some
minor sized scratches produced by the stropping operation.

Conclusions

1 These results suggest that buffing on cloth or felt wheels is not the best method for
finish sharpening of knife blades. It appears that even a light buffing action removes a
significant amount of metal near the thin edge of the blades which leads to a bur along
the edge that is consistently larger than the bur formed with leather strops or wheels.
However, a single experiment with a two step buffing operation, first with a coarse
compound and then a fine compound, did produce improved results and further study of
that method may indicate that it is equivalent to the final polishing on leather media.

2 The experiment with stropping clean leather confirms the previous experiments. The

natural abrasives present on clean leather are not adequate to remove edge burs or surface
abrasion grooves on stropping.
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[7] Experimentson carbon steels

A series of experiments was done on the carbon steel blades having the geometry
shown in Fig. 6 and the composition and hardness shown in Table 2. The main purpose
of this study was to evaluate the effect of reducing the hardness of the steels from the
HRC = 60 level to the HRC = 40 level. The conventional steels, 52100 and 1086, were
heat treated to final hardness of Table 2 by quench and tempering treatments. The
Damascus steel was a 1.6 % carbon steel of the genuine Damascus type [6] that was oil
guenched from below it's A temperature to produce the HRC 40 hardness value. It was
a pearlitic steel, while the other steels were quenched and tempered martensitic steels.

Experiments with the TruHone machine These experiments utilized

the 1000 grit wheels of the TruHone machine for the final grinding after an initial grind
with the 600 grit wheels. The initial experiments were done wit @dge angle of 38
degrees using the same procedure as used with the stainless steel blades discussed on
page 8 except that thed 2dge angles on both the 600 and 1000 grit wheels was
decreased by 3 degrees. Figure 45 presents face views of three steels with HRC varying
from 40 to 60. The results show that at the reduced hardness of HRC = 40 there is a
definite increase in the degree of edge roughness.
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Figure 45 Fuce views of 3 non stainless steels. As-ground on 1000 grit TruHone wheels at 2 beta = 38 degrees.

These carbon steel blades were used in the study with the TruHone machine
aimed at reducing thep2edge angle to the minimum possible values. The initial
experiments were done gt 2alue of 20 degrees. At this small angle the operator could
feel a definite vertical pulsating motion as the blades passed over the wheels. At 20
degrees the wheels of the TruHone machine used here had a very small overlap. Hence,
any out-of-round wheel shape leads to a significant up-and-down pulsating motion as the
edge of the blade passes over the wheels. This action produces edges that are not
straight. It was concluded that @ dge angle of 20 degrees was too small for good
sharpening, and a series of blades were done at what seemed to be the smallest angle
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Figure 46 Face views of 3 non stainless steels. sg)un m 1000 grit TruHone wheels at 2 beta = 30 degrees.
useful for the TruHone machine, 2 30 degrees. The face profiles of three blades

sharpened at this angle are presented in Fig. 46. It is seen that the variation of edge
roughness with hardness is similar to that shown in Fig. 45.

Experiments with the Tormeakachine Additional experiments were
carried out with the plain carbon steels using the 220 grit ceramic wheel of the Tormek
machine. Blades of 1086 steel at the 2 levels of hardness were sharpen@ccdga 2

angle of 40 degrees. Face views of these blades are presented in Fig. 47. One may
directly compare the two face views of the harder steel on the left to that of the softer
steel on the right. As with the TruHone experiments on the finer 1000 grit wheels it is

X688  18rm_

e
a X688 18Fm 2]
Figure 47 Face views of two 1086 steels. As-ground on 220 grit Tormek wheels at 2 beta = 40 degrees.
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found that the softer steel produces a much rougher edge after grinding. Also, if one
compares the edge roughness of the harder steels of Figs 45 to 47 with the stainless steel
blades, which also had HRC values of close to 60, it is found that the edge quality is
similar.

Conclusions

1 The edge roughness of steel blades sharpened with 1000 grit wheels on the Tru Hone
machine and with 200 grit wheels on the Tormek machine show the same dependency on
steel hardness. In both cases the edge roughness is significantly larger for blades at a
hardness of HRC = 40 than for blades of HRC = 60.

2 At the hardness level of HRC = 60 the edge roughness for 1086 and 52100 steels is
essentially the same as for AEB-L stainless steels.
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[8] Experimentswith Diamond Polishing Compound

The author has considerable experience with standard metallographic polishing of
steels. The final stages of polishing employ horizontal polishing wheels covered with
some type of a fabric material that is coated with fine abrasive materials. It had been
traditional to use fine abrasives of alumina,(@) but over the past several decades
diamond abrasives have become commercially available. Initially these diamond
abrasives were available only in an oil based paste, but they are now available in aerosol
sprays. These diamond abrasives are commonly available in a 6 micron and a 1 micron
grit size. The author has found that for hardened steels final polishing with diamond is
much more rapid than with alumina, and the 1 micron compound produces a surface that
appears scratch free at the highest useful magnifications in an optical microscope
(1000x). Therefore a final set of experiments was done in which blades were given a
final polish on the Tormek leather wheels using diamond abrasive as well as the chrome
oxide abrasive.

In this work 3 different leather wheels were available for the final polish.

1- a wheel coated with the chrome oxide abrasive as described above.

2- a wheel coated with 6 micron diamond aerosol spray.

3- a wheel coated with 1 micron diamond aerosol spray.
The diamond compounds used here are a product of the Buehler corporation which they
call, "Metadi". The compound was applied to the wheel by simply spraying the rotating
wheel briefly until it was well wetted. As above, the 3.8 inch long blades were passed
back and forth (b&f) across the leather wheel various number of times while maintaining
a grind angle larger than that of the pre-ground blade by a small amountAgalbgter
which the centers of the blades were examined in the SEM.

All of these experiments were done on the stainless steel blades. Three sets of
blades were pre-ground as follows. Each set consisted of 4 to 8 blades ground on the T
edge (see Fig. 5) with the Tru Hone machine using (set 1) 220 grit wheels, (set 2) 600 grit
wheels, and (set 3) 1000 grit ceramic wheels, all gtedge angle of around 40

In this work the SEM analysis was modified to give a better statistical evaluation
of the edge width (EW). For each blade 3 pictures were taken of the edge view at 3000x
magnification. The blade was randomly viewed and the first picture was taken. Then the
blade was moved along the edge successively in 1 mm increments and the final 2
micrographs were taken at 3000x. A maximum and a minimum edge width was
measured on each of the micrographs and the average of the 3 minimum and maximum
EW values recorded and reported here. This procedure was adopted to avoid observer
bias and to give a better statistical measure of the edge widths.

Experimental Results The major objective of this phase of the study was to
determine the minimum values of EW that could be obtained with diamond polishing
compound. Table 6 presents the results of the optimum values that were obtained. These
blades had all been pre-ground with 600 grit wheels on the Tru Hone machpedge?

angles of 40 The average values at the bottom of this table provide a measure of the
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Table 6 Optimum EW values with diamond polish

. Blade Procedure Avg. | Overall
optimum EW values found for & V9
. . . . number Min/Max | Avg.
final polish with 1um diamond 3-63 10 b&f D + 5 b&f D 0.18/0.34 0.26
compound. The #* numberf— on Gum on 1um S '
following the average values arl 863 | 11b& onlumD 0.20/0.42] 031
the standard deviation over the | 763 | 7b&fon lum D 0.20/0.38) 0.29
measurements. P0||Sh|ng firs 8-63 6 b&f on CrO + 5 b&fon im D 0.34/0.45 0.39
with either the CrO or 6 micror Overall Average min. = 0.23 + 0.07 microns
diamond compounds (blades 3-€ Overall Average max. = 0.40 * 0.05 microns
and 8-63) did not produce Overall Average = 0.31 + 0.06 microns
significantly different results. Gillette \ 0.17/0.48\ 0.32

The Gillette blade used as a standard above was also analyzed here with the same
procedure as that employed for the Table 6 blades and it gave the results shown at the
bottom of the table. So the edge width values obtained here are comparable to that of this
razor blade. (Note: The EW values obtained here for the Gillette blade were a bit smaller
than those given on p. 6, where the average EW = 0.40. This difference is, however,
within the standard deviation of £ 0.06 microns reported in Table 6.)

Comparing the EW values measured on blades pre-ground with either 220 grit or
1000 grit wheels to the results of the pre-ground 600 grit blades of Table 6 found no
significant changes, providing and adequate number of b&f passes were made. Blades
examined after different numbers of b&f passes revealed that a minimum number of 12 to
15 passes was necessary to produce face smoothness that removed most all of the
coarsest abrasive grooves from extending up to the cutting edge. Figure 48 illustrates the
effect of increasing the number of b&f passes from 4 to 10 on a blade pre-ground with
600 grit wheels. The results for both the CrO compound and the diamond compounds
was essentially the same, a minimum of 12 to 15 passes was best to remove the deepest
abrasion grooves from extending up to the cutting edge.

A few blades were final polished with only the CrO compound and with only the
6 micron diamond. In both cases it was found that the EW values were higher than those
of Table 6 by around 0.1 to 0.2 microns.

Sets of 2 blades were polished on both 1 micron diamond and CrO wheels with
the polishing angle increase over the pre-ground aA@lechanged from 3 degrees to 5-
6 degrees. The results of this study agreed with that of that presented in Section 5:
Values of AB = 5-6 degrees gave slightly smaller EW values than foundfor 3
degrees.
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(b) Pre-ground 600 grit blade after l D& passes on | micron
Figure 48 Effect of 4 and 10 b&f passes on the removal of surface abrasion grooves produced by a 600 grrt pre-grind.

Conclusions

1 The use of 1 micron diamond polishing compound on the Tormek leather wheel
produced excellent results. However, the quality of the edge width and face smoothness
was only slightly superior to that obtained with the CrO polishing compound. Optimum
edge widths on blades pre-ground Atf@ce angles of £0vere around 0.2-0.4 microns

with the diamond, compared to around 0.3 to 0.5 microns with the CrO. These values of
edge width were made with an improved statistical sampling over that done in the
previous sections of this report.

2 No significant reduction in EW values was found for a 2 stage polishing process
going from CrO to 1 micron diamond or going from 6 micron diamond to 1 micron
diamond.

3 An increased polishing angle for the final polism\@3f= 5 to 6 degrees was found
to be slightly better than 3 degrees, in agreement with the results presented in section 5.

4 A minimum of 12 to 15 b&f passes over the leather wheel was found necessary to
remove the coarsest abrasion grooves from extending up to the cutting edge on blades
pre-ground on 600 grit wheels. This result was found for the use of both 1 micron
diamond and the CrO abrasives.
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[9] Summary and Conclusions

These experiments have been directed at evaluating the edge quality of the
sharpening process with regard to the following properties: 1) Edge width at the tip of
the edge, 2) Edge straightness and edge roughness as viewed from the face of the blade,
and 3) Face smoothness. All of these properties were evaluated from SEM micrographs
taken on edge and face views of sharpened blades.

The bulk of the experiments were carried out on AEB-L stainless steel blades
having a hardness of HRC = 60. A small number of comparative experiments were done
on three non stainless steels, 1086, 52100 and a genuine Damascus steel, at hardnesses of
both HRC = 60 and 40.

The majority of the blades were sharpened with either the Tru Hone sharpening
machine, see Appendix 3 or the Tormek sharpening machine, see Appendix 2. A limited
number of blades were sharpened on flat stones with a holder jig to maintain a constant
sharpening angle.

Two angles were defined to characterized the sharpened edge. Figure 4 shows the
two angles: the edge angleg &nd the face anglep2 These angles were measured with
both a laser goiniometer described Appendix 1, orby metallographic sectioning
followed by measurements on an optical microscope, see Fig. 41 and Fig. A13.

Coarse sharpening was done with both ceramic stones or wheels of 220, 600 and
1000 grit, with a diamond hone of 1200 grit, with a fine aluminum oxide stone, and with
Japanese waterstones of 6000 and 8000 grit or a waterstone wheel of 4000 grit.

Final honing was done by three different methods:
(1) Steeling with smooth steels.
(2) Polishing on leather, either clean or loaded with sub-micron size chromium oxide
compound or diamond compound. The leather polishing was done both by stropping
on flat leather or by use of a leather wheel on the Tormek machine. In all cases the
edge angle of the polish was carefully controlled to values slightly larger than the as-
ground edge angle by an amount caligd
(3) Buffing done on felt and/or cloth wheels loaded with aluminum oxide compound.

Major Conclusion

Knife sharpening experts [1,2] teach that for a knife with a given face angle, 2

the edge angle2 should be formed on stone or belt media by maintaining a fixed grind
angle and gauging when the edge face is ground out to the edge by detection of a bur
along the edge. This study addresses the question of which final polishing (honing)
technique is best to remove the bur and smooth the edge face. The major conclusion of
the study is that of the three honing methods studied, the best method for removing the
bur and setting the edge angle is clearly a final polish on leather loaded with a polishing
compound such as the chromium oxide or diamond compounds used here. Edge quality
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matched that of razor blade standards: Edge widths of 0.3 to 0.5 microns, edge
straightness of essentially straight line quality, little to no edge roughness as viewed from
the side, and a very good face smoothness.

Minor Conclusions:

1 The leather wheel of the Tormek machine offers an excellent method for final
polishing of blades. Experiments were done using abrasive compounds of both
chromium oxide and 6 and 1 micron diamond aerosol sprays. The 1 micron diamond
abrasive produced optimum edge widths of around 0.3 microns, while the CrO abrasive
gave only slightly larger EW values, around 0.4 microns. Both abrasives produced
excellent face smoothness and edge straightness after 12 to 15 back and forth passes over
the leather wheel.

2 A final honing on a smooth steel produced a dramatic improvement in the burred edge
from the original ground edge on 600 grit or coarser stone wheels. As taught by
Juranitch [2], it was found that only a few strokes on the steels should be used with a very
light pressure at a fixed angle. The action of steeling is shown to result from the steels
causing the as-ground bur to be bent around to mainly one side of the blade and plastered
flat against the face of that side. Edge roughness and straightness were dramatically
improved and edge widths in the 1.5 to 2 micron range were obtained. The improvement
in edge quality appeared largely independent of the increase in the steeling edge angle
over as-ground edge angle. The range of steeling edge angle increase was from 10 to 30
degrees.

3 Final honing on buffing wheels was found to produce very smooth surfaces.
However, although the buffing process, even with only a light pressure, removed the bur
from the original grinding operation, it replaced that bur with a bur formed by the metal
removed during the buffing operation itself. So the buffing process ended up producing
edges slightly rougher than the leather polishing, with an edge width roughly twice the
size, around 0.8 to 1 micron.

4 Experiments on both flat stones and wheels that compared edges ground on ceramic
oxide wheels with Japanese waterstones, consistently found thatatkestones
produced a smaller and generally more uniform bur. Following the final polishing on
leather the edge quality was very similar as regards face smoothness, edge roughness and
edge straightness. However, the edge width of the waterstone prepared blades were
generally smaller than the ceramic prepared blades by roughly a factor of 2, commonly
around 0.4 microns for the waterstone blades compared to 0.8 microns for the ceramic
blades.

5 Two independent sets of experiments utilizing stropping on clean leather showed
similar results. Such stropping action is not effective in removing the as-ground burs or
surface abrasion marks. Apparently, the natural abrasives in clean leather, on either the
hard or soft side of the leather surface, are not adequate to produce effective polishing.
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6 When the R edge angle is reduced it becomes more difficult to maintain edge quality.
Experiments were done ap 2dge angles of 20 and 40 degrees and the burs formed on
the as-ground blades were larger for the 20 degree blades. After final polishing on
leather the waterstone prepared blades produced equivalent edge quality for both edge
angles. However, the 20 degree blades prepared on 220 grit oxide wheels compared to
the waterstone prepared blades had slightly rougher edges and less straight edges, in
addition to the increased edge width of conclusion 3.

7 It is possible when sharpening on either ceramic stones or waterstones to move the
edge of the knife either into the cutting edge, I, or away from the cutting edge, A, see Fig.
3. Bur forming mechanisms are discussed on page 3 and it is concluded that the using the
| direction should produce smaller burs. Hand grinding experiments on waterstones (Fig
27) found that grinding in the | direction did produce less burring than the A direction,
and therefore all grinding on stones in this study were done in the | direction. However,
on compound loaded soft media, such as leather and buffing wheels, polishing must be in
the A direction.

8 Final honing on 1200 grit diamond having the diamond embedded in a nickel matrix
on a steel plate produced surprisingly large surface abrasion marks, see Fig. 29.

9 The special 1000 grit wheels supplied with the Tru Hone machine produced edges
nearly as good as the leather honed edges as regards edge straightness, edge roughness
and surface smoothness. The edge widths were significantly higher, however, running
around 1 micron versus around 0.3 microns for leather polished surfaces.

10 The set of experiments on 52100 and 1086 steels at essentially the same hardness as
the studies on stainless steels, HRC = 60, showed that the quality of the edges formed on
these non stainless steels were quite similar to the stainless steel edges.

11 A study was done on three carbon steels, 52100, 1086 and a genuine Damascus steel
that compared edge quality of blades at hardnesses of HRC = 40 and 60. The HRC = 60
blades consistently produced superior edge quality after grinding on ceramic stones and
waterstones.

The ability of a knife to easily cut a material is altered significantly if the cutting
action is changed from a simple pushing actasiemployed in shavintp a back-and-
forth sawing action, as employed with serrated knives. The bur formed by grinding
stones does produce a rough edge on the microscale and may reduce the required cutting
force for some sawing type cutting operations. However, the bur produces a substantial
increase in the edge width and for cutting action involving a minimum of sawing motion
the bur well be detrimental. The author is not aware of any study that has addressed this
guestion of when, or if ever, a burred edge might be superior for cutting. This study has
been directed at the best way to remove as-ground burs.
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Appendix 1
Edge angle measurements with a laser pointer

A relatively crude but effective device was built to measure tharn@dl 3 edge
angles utilizing a laser beam. A simple laser pointer, sold for a pointing device when
giving a lecture, was mounted as shown in Fig. A1. The diagram shows how the laser
beam is reflected to the 2 sides of the knife edge. The deflected beams strike the
calibrated cross board at specific locations, which can be seen well in a lighted room.
Scratches on the edge cause the beam spot to become blurry. The sharpness of deflected
spots revealed in a darkened room were found useful in evaluating the edge smoothness.
The device allowed the distance of the cross board from the knife edge to be adjusted to
maintain a fixed value of X. The distance of a deflected spot from the zero defection
point of the laser beam, called d, is related to the face angle, aay

a, = [arc tangent (d()/X)]/2, where & =a, +a,

Laser pointer

Calibrated
scale

Figure A1 Schematic diagram of the laser device used to measure the
face angle 2a and the edge angle 2.

Using this equation a scale calibrated in degrees was pasted to the cross board. Values of
the 4 angles,, a,, a,, andp, can be read directly from the scale.
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Appendix 2
The Tormek Sharpening Machine

Blade

The Tormek Supergind 2000 was used to sharpen
many of the blades in this study. This system, advertised
in virtually all woodworking catalogs, rotates a 10 inch
ceramic wheel and a 8.75 inch leather honing wheel on t
same shaft at the slow rotation rate of 90 RPM, with the
lower part of the ceramic wheel immersed in water. It
provides simple jigs to maintain a constant grinding angle,
and the long knife jig was used to hold the blades in thi
work. Fig. A2 presents the general picture of the
sharpening of a knife blade on a rotating grinding wheel.

The grind angle is defined here as b@tand Figure A2
illustrates that it is an average angle over the curved face
ground into the blade. As the blade thickness becomes
small the ground face becomes more flat and3thegle Figure A2 The grind angle be) produced by grinding
is more closely approached at the sharpened edge. The °""heeisof2diferent diameters.
curvature of the wheel will decrease the edge angle from the valpeyfa small
amount that will be calledp, where the Greek letter delta, is used to denote "the
change in". Generallgp will be small and it will be neglected here initially, and then
evaluated at the end of this appendix.

Ceramic Whesdls

\ Holder Bar

In this work special effort was made to

control the grinding angles to desired fixed values.
Because of this, methods were determined to allow L
desired grind angles to be predicted for a given
setup of the Tormek machine, and these methods
will be detailed here. Figure A3 shows an overall
schematic of the geometry of the Tormek machine
with the B angle flipped 180 degrees to the ready P2
from the Fig. A2 view. The knife blade is held irhousing
the long knife holder supplied by Tormek, Fig. A4,
that allows the operator to make small adjustment
to the distance labeled L. This is the distance fron/___ \ \_ v\
the tip of the blade to the base of the holder th
rests on the holder bar. The holder bar can
adjusted up and down, and the distance from t
top of the holder bar to the top of the machin
housing is called X here. An equation was derive
by Roger Homer, an emeritus professor of the
math Department at lowa State University, that
evaluates the grinding ang[g,as follows:

Figure A3 Geometry for the Tormek ceramic wheels
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B = arc cosine((R+L?-Y? -h?)/(2*R*L)) -90 Egn. 1

There are 4 variables that need to be specified to set the vatueTatio of these are
fixed by the machine and 2 are set by the operator.

Machine variables:
R is the radius of the wheel, 127 mm for the SG wheel supplied with the machine.
Y is the distance from the center of the wheel to the vertical plane of the holder
bar motion and was found to be -53 mm.
Operator variables:
L must be measured for each setup.
X is the distance from the top of the machine housing to the top of the holder bar
and must be measured for each setup. The value of h is then calculated as,

h=X+26.5mm Egn. 2

Theknifeholder geometry

The long blade knife holder jig is
shown in Figure A4. There are a couple
of important features that set limits on
its use. Limit 1: the distance L is To top of
adjustable by 2 means, (1) the distance Tormek
Y that the blade protrudes and (2) the ~_ 0 __ 4  Knob housing
adjustment provided by rotating the
handle. Values of L between 12 and 1

Support X
rod

cm are genera”y convenient. Limit 2: Figure A4 Geometry of the long knife holder jig.

the angle beta cannot be reduc~?

below a minimum value that i Table A1 Some minimum beta angles

formed when the distance w goes Blade Y (cm)| L(cm)| X (cm)| B(min)
zero, because this causes the 1 ss 1.4 ¢cm 15 17 11.2
protruding down as shown to hit th sS 1.4 cm 125 15 11.0
grinding wheel. The minimum bet: Benchmade 2.8cm 14.1 14.95 34

depends most sensitively on tr
distance Y. Table 1 gives some numbers for minimum beta calculated from Eqn 1 by
measuring the value of X needed to reduce w to a value of 1 mm. So for wide blades we
can grind smalp angles, but for narrow knives, like paring knives, minimums are limited

to around 11 degrees.

There is another problem with the Tormek knife holder. When alternate sides of
the blade are ground the knob seen in Fig. A4 will be positioned either up or down. The
die casting that composes the body of the holder is apparently a bit unsymmetrical, so
that thep angle formed in these two positions is a bit different. Experiments show that
the angle ground on the side when the knob is up, comes out larger than with the knob is
down. The difference was measured by the laser goiniometer to be around 3.2 degrees,
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Figure A5 Plot of Egn 3 for L = 13, 14 and 15 cm.

which means there is an asymmetry of plus or minus 1.6 degrees when the holder is
flipped. The ground side of the blade oriented away from the knob has the larger angle
by an amount of around 3.2 degrees.

Equation 1 applied to ceramic wheels

The theoretical values @fpredicted by equation 1 were checked by measupeing
with the laser goiniometer. It was found that the predictions were 7 degrees low when
the various variables were changed. Hence the corrected equation 3 gives an excellent
prediction for the actual angles formed. It was thought that perhaps a systematic error in

B = arc cosine((R+L? -Y? -h?)/(2*R*L)) -83 Eqgn. 3

measuring the input parameters might be responsible for this discrepancy. However,
calculations that examined possible systematic errors did not reveal this to be the case.
Egn. 3 was found to give an excellent estimate ofthegle formed for given sets of the
controllable parameters. Figure A5 presents the results of Eqn. 3 in a useful plot for the
case of 3 convenient values of L, 13, 14 and 15 cm.

L eather Honing Whesl

Equation 1 can also be used to calculatepttamgle for honing on the leather
wheel. In this case it was not possible to check the actual hone angle with the laser
because the soft action of the leather honing wheel will not change the original ground
angle. However, it was possible to estimateptagle using the jig provided by Tormek
for estimating the grind angle. The jig is positioned on the blade and the leather wheel
for a given setting of X and L and gives an estimate ofithegle. The geometry of the
setup for the leather honing wheel is shown in Fig. A6. For this case the parameters
measured out as:

h=X+81.6 mm
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Y = 45.5 mm /

These parameters can be inserted into EqRdZ=——————--*- -/ - - -1 -\
to givep as a function of X. When this was f
done and comparison was made to the values
of B measured with the jig it was fourbat
the values of B were too small by around 2
degrees. Therefore Egqn 1 was modified
accordingly to the form:

|
Holder bar \\
guide \

[+ <—»

B = arc cosine((R+L?-Y? -h?)/(2*R*L)) -88 Eqn. 4.

Figure A6 Geometry for the Tormek leather wheel

A plot of this equation using the above leather wheel values for h and Y are shown in Fig.
A7 along with the actug values measured with the Tormek angle measuring jig. The
data labeled Cor Rog is that calculated from Eqn. 4, and the data labeled Measured is for
that measured with the Tormek angle measuring jig. It is seen that fairly good agreement
is obtained.
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X {ci
Figure AT The beds angle for the leather whes!

One of the limitations of the Tormek angle jig is that it cannot be usegiVialues less
than 15 degrees. Therefore the plots of Fig. A7 are quite useful for extrapolating down to
values of less than 15 degrees.

After grinding a blade on the ceramic wheel the asymmetry if &mgle must be
accounted for when setting up the blade to be honed on the leather wheel. Generally it is
desired to have the angle a bit larger on the leather wheel. Calling this increase in angle
the overangle, OA, it is desirable to have it be the same on both of the ground faces.
Hence, one must be sure to clamp the blade in the holder using the same orientation as
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employed for the initial grind on the ceramic wheel. It is a good idea to mark the blade
face oriented toward the knob on the initial ceramic wheel grind to avoid problems here.

Effect of curvature of grinding wheel on the grind angle, B

Ground face using

As discussed above the hollow ground effect T
a flat stone

produced by a circular grinding wheel will cause
decrease in the edge angle below the average grin
angle, which is being calle@ in this appendix. This AR
effect can be explained with the aid of Fig. A8. If they
blade in this sketch were ground on a flat stone the
ground surface of the blade would lie along the dashed
horizontal line as shown in the figure. The angle at the
ground edge would be given @s It is apparent that the
curvature of a grinding wheel, shown here with a radius
of D/2, would cause the edge angle to be decreased
the amount ofAB shown on the figure. One can see from \

the diagram, that as the blade thickness T becoirigse A8 Reduction of edge angle 8 dueto
smaller the value oAp becomes smaller, but as the curvatureof the grinding wheel.
diameter of the grinding wheel becomes smaller the valug becomes larger. Itis a
relatively simple geometry problem to show thatis related to the blade thickness, T,
and grinding wheel diameter, D, as,

Wheel of @

diam. = D/2 \

AB = arcsine [T/(D x sirg))] Eqn 5

The predictions of this equation are shown in Fig. A9 for the 10 inch Tormek ceramic
wheels on blades having thicknesses of T = 1/8, 1/4 and 1/2 inches.

It is seen that the values a8 become fairly significant for common grinding
conditions used on chisels, wfhangles of 20 to 40 degrees and blade thicknesses of 1/8
to 1/4 inch. However, if such chisels are finish-honed on a flat stone, as is commonly
done with hollow ground chisels [1,3], the edge angle is returned to the v@ue of

In the knife sharpening 0[N

experiments done here with the Tormek \ \\a\
machine the finap angle was ground on 8

blades with a previous grind. The
values ofa are shown in Figs. 5 and 6.
Hence thed grind extended back from the
edge only a very small distance and thes ,
effective thickness of the blade contacting.
the wheel at this point was never more3
than 0.1 mm. Under these conditions thex

value ofAB was less than 0.1 degrees, a i |
- - O L 1.1 LA 1 1 L L 1 1 L L 1 1 L L 1 1 L1 1L 1 L1 1L 1
negligible amount. 5 10 15 20 25 30 35 40
Edge angle, B

Figure A9 Reduction in edge angle due to wheel curvature
for a 10 inch wheel. T = blade (chisel) thickness.

\ \ T2 ineh
N

edge angle, AB
/
/
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Appendix 3
The Tru Hone Sharpening Machine

The second machine used to sharpen blade
this study was the Tru Hone machine manufacturec y =
the Tru Hone Corp. in Ocala FL. Figure A10 prese ¢ o =/ [holder attachment
a picture of the machine with a special bladeholc =
attachment made in the Mechanical Engineering sl
at lowa State University to fit the top of the machir
The machine employs 2 sets of interpenetrating whe
located at the front of Fig. A10. Figure A1l present
front view of the 4 wheels at the left and a top view#
the right. As shown at the left the wheels rotate i
the knife edge. There is a plastic cover over the wh
that has been removed to clearly show the wheael:
Fig. A10. The cover contains a trough that allows 1 %
wheels to run wet if desired. Four aluminum oxi s
wheels, 100, 220, 400 and 600 grit were all used « Figure AIO The TruHone sharpening machine
A ceramic 1000 grlt wheel of Sllghtly reduced diame.LUIwiIh special attachment for grinding thin blades.

—d—

d—»

Top view of the 4 grinding wheels

O = 2R -(d-WD)

Figure A11 Geometrical relationship between wheel overlap, O, and the tip angle 2.
was run wet in a water solution supplied by Tru Hone for use with this wheel.
Performance was improved by the use of the liquid. Machine adjustments allow variation
of the rotation speed and the distance between the wheels. Four of the 3.8 inch long SS
blades could be held in the holder and sharpened in the same operation. The holder has a
vertical adjustment at the far end which ensures horizontal alignment of the holder bar,
measured with a level at the top center of the bar.

Figure Al1l at the left shows that thg &hgle ground onto the blade edge depends
on the amount of the overlap, O, between the wheels. A brass clamping washer is used on
the outer side of the grinding wheels. It is possible to measure the washer diameters,
WD, and the distance between these washers, d, accurately with a digital caliper. The
diameter of the grinding wheels, 2R, may also be measure accurately with a digital
caliper. Knowing these dimensions one can then calculate a theoretical value for the
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R/

—t

B ,
grind angle B, by combining the equations shown on the Iowér-—R cos ﬁ)—»‘ ‘«
left of Figs. A11 and bottom of A12. One obtains the result o
listed here as Eqn. 6. O = 2R[1-cof®)] 2

Figure A12 Relation of overlap, O

2p = 2 arc cosine [(d-WD)/2R] Eqn. 6 to angle Band radius R of wheels.

Because there is a small but significant difference in the wheel diameters for each of the
various grit wheels, the calculation has to be made for each type of wheel.

Experiments were done whic
systematically varied the overlap of t
wheels and then measured the actyal
angles achieved on grinding, and compa
this to the predictions of the equatiorhe
initial study was done on the T edges
stainless blades shown in Fig. 5. The p
ground edges were reground with the 2=
grit wheel using 5 passes per blade. T,
blades were then sectioned on a water FigueALs Measurements madeon T edges (Fig. 5) of siainless sied blades
cooled cut-off wheel and 2 sections from the center portion of each blade were mounted
in standard metallographic plastic mounts and polished through 6 micron diamond.
Digital images were then taken of the sections and these were examined with a graphical
software program to determine theandp angles shown on Fig. A13. Experiments were
done at 5 different overlap settings varying from roughly positions 1 to 5 on the control
wheel of the machine. The average value ofctlamgle was found to range from 16.6 to
17.1 degrees, and the average value op thedf angle was found to vary with the overlap
as shown on Fig. A1l4. At first glance the abrupt drop of the meaBamegle below the
theoretical value that occurs at around 18 degrees is puzzling. Remember, however, that
the measured angle of these blades is around, Which is probably just a bit smaller
than the pre-ground angle on the blades. When one setg3thagle below the original
a angle, one wheel is then grinding along the entire length of the origifaale of the
blade. This will greatly reduce the rate at which the tip angle will change, and it is
reasonable to expect that with only 5
grinding passes the tip angle would fall /"
below the theoretical value because grit{Whéels / .
there was not enough grinding done toE 8 / 1
change the angle to the theoreticals | oretical curv
value. These results show anC °f
interesting practical point, which is
perhaps obvious after more careful
consideration. If one is simply trying - =4
to re-sharpen the T edge of one of 2
these stainless blades the overlap [ P
should be set to hau either match [

10 15 D 25 30

the originala angle or to be just Half angle Beta (degrees)
S|Ight|y |arger than this ang|e_ Figure A14 Comparison of calculated and measured values of 3angle on T edges of SShla

T
N
[
Q

Eion
@

4 \ '/'

Overlap, (

\
A\
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7 T
[ | Theofetical (CuEv

D

To overcome this problem with E 6
grinding rate dependent on the angle ¢t | |
a pre-ground surface, experiments werg > [ \""@/’
done in which an edge was ground o [ \ P

\\f

the non-sharpened side of the stainles 4r

blades, shown as the A edge of Fig. 1. [

These edges were ground with 100 grit 3 - P

wheels and around 150 passes were,, | o i |4 ]

required to produce a fully ground "10 12.5 15 17.5 20 22.5 25
Half angle Beta (degrees)

edge' Four overlap values, O! were Figure A15 Comparison of calculated and measure 8 angles on A edge

used and the blades were sectioned, of SS blades.

mounted and polished as above and

average values of the tip angle were measured and are presented in Fig. A15. It was

found that the measured and calculated angles deviated by roughly a constant amount

over the entire range of measurements. The results show that the change in the calculated

angles with change in overlap is a close match to the measured data, but that the actual tip

angle values appear to be consistently lower than the calculated values by around 0.8 to

1.2 degrees. This final result shows that the measured tip angles agree with the

calculated values fairly closely. Hence, the equation for calculating the tip angle provides

a good estimate, provided one grinds the blades adequately.

In several of the experiments done with the Tru Hone machine the2firgaind
was done with an angle slightly increased from the subsequent grind to insure that the
final grind was restricted only to the final sharpened edge. This was always done when
using the 1000 grit wheels for the final grinBecause the 1000 grit wheels have a
significantly smaller wheel diameter, and because the wheels had to be interchanged prior
to this final treatment, the equation for calculating tip angle proved very helpful. The
desired increase in tip angle was used to calculate the required distance between wheels,
i.e., the d dimension. Examination of the ground tips in the SEM showed that setting the
overlap this way was very effective in providing a small increase in tip angle, so that only
the tip region was ground in the final operation.

Figure A16 presents the calculation 3 I T T I I I
for the reduction in edge angle (Eqn. 5, page
52) with the 3 inch diameter wheels used on%_' \\T =.0:68 mm.(h edge 53 blades))
the Tru Hone machine. The T = 0.68 mm %, 5 \
curve should apply to the SS blades for the A §
edges. Hence the edge angle in these bIade%’ $
ground to a B angle of 40 would be reduced
by around 3 The T = 0.1 mm curve gives the .
maximum reduction expected on grinding
blades with a pre-existingi bevel, the T
edges. The values are expected to be only a

N T=01mnE(T edge SS:blades$)

Reduction in
-

0 L1 11 IIIIiIIIIiIIIIIIIIIIIIIIIII

fraction of a degree. 5 10 15 20 o5 30 35 40
Edge angle, B
Figure A16 Reduction in edge angle due to wheel curvature
for a 3 inch wheel.
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